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Abstract: The influence of varying the distance between air holes (Λ)on the geography of 
solitone propagation through the fiber has been tested, and the study depend on the Split-Step 
Fourier method, the results that were reached by using the MATLAB program.  The first-order 
solitone was tested with the change in the pitch, as it was found that there is a clear decay in the 
amplitude of the resulting pulse with the increase in the pitch . While when increasing the pitch  
in the case of second-order solitons, it was noticed that the pulse would split into multiple-order 
solitons down to higher-order solitons with the increase in the pitch, while in the case of third-
order solitons, solitonic fission leads to the supercontinuum generation with increasing the pitch, 
where the supercontinuum generation  was reached in this way depending on a very small energy 
source compared to the energies adopted in supercontinuum generation  by the previously 
approved methods. among some of the repercussions exhibited and studied are solitons in 
different orders.in this study observed when Increased the pitch values that affect on the third-
order soliton, this result lead  to obtained supercontinuum generation (SGG). Many current  
applications, including medical and industrial, rely on spectral expansion. In addition,  
supercontinuum has an important  role in modern communication systems. 
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1. Introduction 
 

        A solid-core photonic crystal fiber is defined as a fiber with a silica backdrop and air holes 
in the cladding area. The core is engineered to have a high refractive index compared to the 
cladding, and laser light are guided through the fiber in same manner that they are guided in 
traditional fibers, through a modified total internal reflection process[1].This structure allows a 
PCF to be built with improved properties than a traditional optical fiber. These characteristics 
include indefinite single module, controllable dispersion qualities, and a high nonlinear factor 
[2].Because of these characteristics, the PCF can be used as optical amplifiers, fiber lasers, super 
continuum generation, and all-optical wavelength transfer, among other applications[3].The 
PCF's nonlinearity properties can be improved by achieving a limited effective mode 
region[4].The PCF nonlinearity can be made better by a few degrees by decreasing the effective 
mode region. As the nonlinear coefficient is increased, the fiber becomes a perfect candidate for 
optical applications, and the detection of nonlinear effects becomes possible at shortest fiber 
lengths[5-7].It is therefore possible to achieve a well-guided mode that is limited to a narrow 
region by varying the sizes of the air-holes within the cladding region.PCFs are used in 
parametric amplifiers as nonlinear mediums[8].By appropriately adjusting the air-hole diameters, 
one may construct an appropriate mode area that results in the required nonlinearity [9-
10].Optical parametric amplifiers in fiber are used in a variety of applications, including in signal 
processors, converters of optical wavelength and line amplifiers.To assure manufacturing, a new 
PCF with a radius suitable for air-holes (d=0.5 𝜇𝑚)was designed with low dispersion, high 
nonlinearity, decreased confinement loss, and improved mode region characteristics. The PCF 
structure, which has a wide range of applications in optical communications, was created using a 
modeling methodology specific to this study. The propagation of the first, second and third-order 
solitone was controlled by controlling the distance between the air holes (Λ). 
 

2. Photonic Crystal Fibers (PCFs) 
This form of PCF is made up of a patrol system of air holes rings with such a solid core in the 
middle that runs through the length of the fiber as shows in Figure 1.  
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Figure 1. Solid core PCF with microstructure cladding is the most prevalent design.  

 

They are made of pure silica, and their aim is to lower the cladding's effective refractive index, 
resulting in a total internal reflection guidance system [11].Figure 1a illustrates the cross section 
of the solid core. Figure 1b shows the variation in refractive index with radial size. 

 

 

 

 

 

 

 

One of the most appealing features of (PCFs) is their ability to remain single-moded over a broad 
wavelength range, unlike ordinary single-mode fibers, which become multi-moded for 
wavelengths under their single-mode cut-off wavelength. PCFs with this benefit are known as 
Endlessly Single-Mode (ESM) – PCFs[13].The cladding's limited air-filling fraction is needed 
for a low index-contrast equivalent waveguide, which is required for single-mode operation. At 
lower wavelengths, the effective index of the cladding would be similar to the refractive index of 
the silica.This property would reduce the wavelength and maintain the single-mode over a broad 
wavelength range [14].The improved optical guiding conditions ensure that PCFs are ideal for 
the desired application through the following effects: 

A-Effective Area𝐴௘௙௙ 

The light carrying region is commonly referred to as the effective mode area. Electric-field (E) 
propagation occurs within the core for fundamental propagating mode; as a result, the effective 
mode region (EMA) of a PCF can be calculated using the equation 1[15]. 

𝐴௘௙௙ =
(∫ ∫ |ா೟|మௗ௫ௗ௬)

మ

∫ ∫ |ா೟|రௗ௫ௗ௬)
(1) 

Figure 2 .(a)Solid core fiber cross-section and (b) refractive index 
profile[12] 
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B-Non Linear effect (𝛄) 

The nonlinear effects would be worthwhile with a high optical power density supplied by a 
limited effective field. The effective region and even the nonlinear coefficient of the PCF 
background material in relation to the operating wavelength are all directly related to the 
nonlinear effective or nonlinearity. Equation should be used to look at the nonlinear effect[15]. 

 

γ =
୬మଶ஠

஛୅౛౜౜
   (2) 

 
C-Material Dispersion 

Since the phase index fiber model is made of pure silica glass, the material dispersion (in the 
core region) can be approximated using the Sellmeier phrase. The wavelength dependency of a 
material's refractive index is caused by the interaction of the optical mode with ions, gases, or 
electrons in the material. The dispersion of the materials is determined by [16] 

D =  −
஛

ୡ

ୢమ୬

ୢ஛మ
   (3) 

 
In this study one care about the pulse that takes the form of sech2 pulses, which is known as 
soliton. 

3.Soliton In Photonic Crystal Fibers 

The interesting phenomena of optical solitons, which are solitary optical waves that spread in a 
particle-like manner over long distances , has been the subject of intensive research in recent 
decades owing to its critical position in groundbreaking applications such as mode-locking [17], 
frequency combs [18-19], and supercontinuum generation [20,21], among others [22-24]. One of 
the specific challenges is the interaction of a laser pulse with a nonlinear photonic crystal. Many 
papers deal with I building an all-optical switcher based on this relationship, (ii) light translation 
on photonic crystal defects, and (iii) photonic crystal use in different laser systems. [25]The main 
aim of this study is to investigate in depth the relationship between soliton forming and 
parameters, as well as to discover a method for regulating soliton parameters and soliton 
displacement in photonic crystals. The (NLSE) governs pulse propagation within a PCFs  
waveguide[26]. Mathematically, it is expressed as[ 27]: 
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𝑖 
డ஺(௭,௧)

డ௓
=  

௜ఈ

ଶ
𝐴(𝑧, 𝑡) +

ఉమ

ଶ

డమ஺(௭,௧)

డ்మ
−  𝛾 ∣ 𝐴(𝑧, 𝑡) ∣ଶ 𝐴(𝑧, 𝑡)   (4) 

 

Where 𝐴 (𝑧, 𝑡) denotes the slowly varying pulse envelopes amplitude, 𝛽ଶ = 2nd- order 
dispersion, 𝛼= losses of fiber, 𝛾 = effect of nonlinearity. The effect losses of fiber, nonlinearity, 
and dispersion on pulses transmitting through  the fibers are described by the three component on 
the right side of the equation (4). Depending on the incoming pulse characteristics - peak 
intensity (P0=1 watt) and starting width (T0=1 ps) - dispersive or nonlinear effects prevail along 
the fiber. The dispersion length (LD) and nonlinear length (LN) values of the fiber over which 
dispersive or nonlinear effects are relevant for pulse evolution are used to determine length 
scaling. Mathematically-based [28-29]. 

𝐿஽ =  °்
మ

∣ఉమ∣
  (5) 

𝐿ே௅ =  
ଵ

ఊఉ°
 (6) 

The split-step Fourier Method ( SSFM) is used to perform the numerical simulations . Abnormal 
is suspected in the dispersion (𝛽ଶ = - 3)𝑝𝑠ଶ𝑘𝑚ିଵ , furthermore, there are no losses. (𝛼 = 
0) 𝑑𝐵𝑘𝑚ିଵ. nonlinear effects (𝛾= 1)𝑊ିଵ𝐾𝑚ିଵ, where the parameters for the Photonic Crystal 
Fibers are the distance between holes (d=0.5𝜇m,), wavelength (λ=1.55nm), number of air-holes 
(n=8),while diameter air hole (Λ=1.2,1.8,2)𝜇m, and the results are reached using the MATLAB 
program. 

4.Simulation Results 

       The effect of the distance between  air holes ( Λ) on different-order solitons has now been 
studied and analyzed. 

4.1 First-order soliton 

𝑆𝑒𝑐ℎ,  pulses of the form are used, i.e. having the following form [30] 

𝐴(0, 𝑡) = 𝑁 𝑆𝑒𝑐ℎ(𝑡)  (7) 

The order of the pulse is represented by N. When N=1 is used, just generate the first-order. 

𝐴(0, 𝑡) =  𝑆𝑒𝑐ℎ(𝑡)  (8) 
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If the pulse has the form of a "Sech" and N = 1, it is referred to as the fundamental soliton, and 
Figure(3.a,b,c) below shows its propagation along the fiber.The distance between air holes (Λ) 

first-order solitone has been controlled as the Λ=(1.2, 1.8, 2)𝜇𝑚. And the radius of the air holes 
is constant equal 0.5𝜇𝑚 As shown in the following results 
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